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Abstract

Abstract Generally, investigations on nanomedicine involve conventional imaging techniques for obtaining static images on
nanoparticle internalization at a single time point where various phases can be overlooked. In contrast, 3D live-cell imaging can
be used for obtaining cellular retention of drugs at various phases, and cells can be followed for days. This article demonstrates
the application of time-lapse microscopy in the investigation of Poly-L-lysine coated ZnO nanoparticle dynamics. In this work, a
laser scanning confocal microscope has been employed to quantify the dynamics of internalization particles and reactive oxygen
species generation (ROS) using volumetric imaging. Firstly, we show that simultaneous spatial mapping of nanoparticle uptake
in MCF-7 cells and ROS in a single cell can be used to identify the interdependence between the accumulation of particles and
ROS generation. Secondly, monitoring of ROS formation and cytotoxicity using the same imaging platform offers an advantage
over monitoring these parameters using various instruments. Finally, the ability of the fluorescent particles in inducing a
significant reduction in cell viability suggests its potential to be used as a therapeutic agent. The proposed framework opens up
a new avenue of research for investigating mechanistic aspects of ZnO particle adsorption in vitro through long term imaging.
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Abstract

Generally, investigations on nanomedicine involve conventional imaging techniques for obtaining static images
on nanoparticle internalization at a single time point where various phases can be overlooked. In contrast,
3D live-cell imaging can be used for obtaining cellular retention of drugs at various phases, and cells can be
followed for days. This article demonstrates the application of time-lapse microscopy in the investigation
of Poly-L-lysine coated ZnO nanoparticle dynamics. In this work, a laser scanning confocal microscope has
been employed to quantify the dynamics of internalization particles and reactive oxygen species generation
(ROS) using volumetric imaging. Firstly, we show that simultaneous spatial mapping of nanoparticle uptake
in MCF-7 cells and ROS in a single cell can be used to identify the interdependence between the accumulation
of particles and ROS generation. Secondly, monitoring of ROS formation and cytotoxicity using the same
imaging platform offers an advantage over monitoring these parameters using various instruments. Finally, the
ability of the fluorescent particles in inducing a significant reduction in cell viability suggests its potential to
be used as a therapeutic agent. The proposed framework opens up a new avenue of research for investigating
mechanistic aspects of ZnO particle adsorption in vitro through long term imaging.

Keywords : Fluorescent ZnO particle, Time-lapse microscopy, 3D Live-cell imaging, laser scanning confocal
microscope, Reactive oxygen species

Introduction

Breast cancer treatment includes various modalities like surgery, radiation therapy as well as drug therapy
for the prevention of metastasis. Since these drugs have prominent cytotoxic effects on both cancerous
and healthy cells, there is a significant effort in developing biocompatible nanoformulations that can be
tailored to their intended applications as therapeutics (). Determination of bioavailability and toxicity of
such nanoparticles (NPs) require the use of imaging approaches, ideally with 3D capabilities. Monitoring
cell-NP interaction for tumor cells using high-resolution imaging may provide insights on the attachment
of particles on the cell surface (Song et al., 2015; Wang, Lee, Kim, & Zhu, 2017; Xia et al., 2008; Kiefer
et al., 2020). In order to quantify the amount of internalized particles, it is crucial to perform imaging of
various z-sections and perform 3D reconstruction of fluorescent intensity using confocal microscopy. Recent
advancement in 3D visualization of nanoparticles distribution in living cells and tissue involves volumetric
imaging using laser scanning confocal microscopy (LSCM) (Dias, Werner, Ward, Fleury, & Baulin, 2019;
Ramos-Gomes, Ferreira, Kraupner, Alves, & Andrea Markus, 2020).

Drugs encapsulated in liposomes and polymeric NPs were found to be under clinical trials for the treatment
of breast cancer ( ). In contrast, metal-based nanosystems, including gold, magnetic NPs, are still in
the preclinical stage therapeutics ( ). Although there are some investigations focusing on the preliminary
evaluation of ZnO toxicity in MCF-7 cell line (Supplementary Table S1 ) (Sadhukhan et al., 2019; ; ;
Sureshkumar, Jothimani, Sridhar, Santhosh, & Venkatachalapathy, 2017; ), there are limited data generation
focusing on retention dynamics of ZnO particles. One of the major challenges in generating preclinical data
is to develop particles that could be used for 3D imaging in live cells for a prolonged period of time (Dias
et al., 2019; Ramos-Gomes et al., 2020). Here we demonstrate the synthesis of a fluorescent ZnO NP with
Poly-L-lysine (PLL) coating that can be imaged for a longer period using confocal microscopy and also
facilitates preferential uptake in tumor cells. These NPs were specifically tailored to exhibit the fluorescence
at 488 nm through the addition of an optimal amount of Tween-80, and imaging of particle internalization
was performed up to 72 hours. To quantify the amount of internalized particles in cells, we perform imaging
of various z-sections and 3D reconstruction of fluorescent intensity.

Zinc oxide NPs have been shown to be effective in killing cancer cells for a wide range of cancer cell lines
and reducing tumor size (Hussein & Ministry of health –clinical pathology center, 2017; Tanino et al., 2020;
Sivakumar, Lee, Kim, & Shim, 2018). Additionally, it has been used for various biomedical applications

2
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. due to its long proven biocompatibility (; . Some form of Zn-based particles has been used as antiviral
compounds that are known to be effective against the virus (Ghaffari et al., 2019; Tavakoli et al., 2018; Abdul,
Muhammad, Ullah, Asmat, & Abdul, 2020; Faten & Ibrahim, 2018). Although, multiple investigations show
that intact and modified versions of ZnO can be used to suppress MCF-7 cell growth and proliferation in
vitro(; ; Boroumand Moghaddam et al., 2017; ; ; Wahab et al., 2014), in-depth preclinical studies are required
focusing on quantification. Generally, fluorescent microscopy has been used for studying the internalization
of ZnO particles ( Hong et al., 2011; Sadhukhan et al., 2019; Ma et al., 2015). However, 3D imaging and
quantification of particle internalization dynamics for a longer period are not possible if the particle is not
optimized for imaging with confocal microscopy. There are few attempts to formulate fluorescent ZnO so
that the particle can be monitored through 2D imaging using confocal microscopy ( Sureshkumar et al.,
2017; Gupta et al., 2015; Wang et al., 2017; Xia et al., 2008) . A summary of fluorescent ZnO particles that
can be used for suppressing breast cancer cell lines are presented in Supplementary Table S1 .

Recent advancement in the synthesis of multifunctional particles focuses on intrinsic and extrinsic fluorescent
zinc oxide particles for targeting MCF-7 cells. One of the studies focuses on the synthesis of fluorescent ZnO
nanowires using vapor deposition in a similar size range, and the internalization in MCF-7 was detected
within an hour at a concentration of 30 μg/mL (Hong et al., 2011; Ma et al., 2015). Ma et al. (2015)
synthesized fluorescent ZnO quantum dots that shows that the particles are effective in regulating cell
proliferation. Sureshkumar et al. (2017) synthesized polyquaternium capped zinc oxide nanodisc and used
as an anticancer agent against MCF-7 cells. The synthesized NPs were found to be more stable than the
commercial dyes, but the internalization dynamics was shown only for a short duration of 6 hours. One of
the recent studies on particle internalization was performed using fluorescence microscopy using 2D imaging
during the early phase of 1.5 hours (Sadhukhan et al., 2019). While most of these studies focus on the
synthesis of the particle and viability studies, they do not elucidate the retention dynamics of ZnO particles
and reactive oxygen species (ROS) generation. One of the studies shows that zinc oxide particles tagged
with FITC were able to induce ROS generation in MCF-7 cells. Cell viability study was performed in the
range of 8-500 μg/mL, whereas the cellular uptake of ZnO was studied at 100 μg/mL (Gupta et al., 2015)
(Supplementary Table S1 ). Although this study reveals that ZnO can be used as a potential candidate
for inhibiting MCF-7 cell proliferation and ROS generation, FITC is more prone to photobleaching, which
may hamper the long-term imaging study.

Although ZnO particles can be imaged using 405 nm, excitation at higher wavelength is crucial to avoid cell
apoptosis due to prolonged exposure to nearly UV light range during 3-day imaging. In order to address
this, we demonstrate the synthesis of ZnO particles, where the concentration of Tween-80 was optimized
to maintain the required level of fluorescence to be obtained through excitation at 488 nm. The rationale
behind coating of the particles with Poly-L-lysine (PLL) is to enhance the biocompatibility and resisting
photobleaching enabling long-term monitoring of the fluorescence during live imaging. It has been shown
previously that PLL can be used for increasing the biocompatibility (Babic et al., 2008; Marsich et al., 2012),

The existing cytotoxicity studies were performed in the range of 24-48 hours. However, most of the ZnO
internalization studies in MCF-7 cells were performed for approximately six hours using 2D imaging that
provides information on the surface attachment of the particles. For example, the cellular uptake of FITC
tagged ZnO with a size range from 100 - 400 nm was studied for up to 3 hours (Gupta et al., 2015).
Since the time required for particle uptake can be shortened using smaller size particles, fluorescent ZnO
nanorods in the range of 10 nm were shown to be internalized within 90 minutes in MCF-7 cells (Ma et al.,
2015).Similarly, internalization of ZnO tagged with fluorescent drugs in the range of 30-40 nm was studied
in MCF-7 cells between 3 and 6 hours (Sureshkumar et al., 2017; Sadhukhan et al., 2019). To the best of
our knowledge, there is no investigation focusing on optimization of a nanostructure that can be used for
3D live-cell imaging of MCF-7 cells for a prolonged period. In this article, we demonstrate z-stack imaging
of ZnO uptake, ROS formation, and cell fate imaging for up to 72 hours using fluorescent ZnO.

In order to show that the PLL coated ZnO particle can be used for simultaneous monitoring of internaliza-
tion, we present the imaging assay using laser scanning confocal microscopy (LSCM) attached with a CO2

3
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. incubator. One of the major novelties of the proposed assay includes the generation of data based on 3D
imaging of ZnO internalization and ROS formation. In order to depict the spatiotemporal distribution of
the particle and the correlation between NP internalization and ROS production, we have shown the spatial
intensity mapping after merging the z-stacks. While most of the existing studies on ZnO NP internalization
has been performed at 1 - 6 hour range (Sadhukhan et al., 2019; Hong et al., 2011; Ma et al., 2015; Sureshku-
mar et al., 2017; Gupta et al., 2015), the current work focuses on assessing the particle distribution using
3D imaging for three days. This study demonstrates that PLL coated particles in the range of 30 nm remain
fluorescent over a longer period of time than fluorescent. Moreover, we show that the particle internaliza-
tion, ROS formation, and viability can be monitored in the same imaging platform to assess the therapeutic
potential in MCF-7 cell lines. Our results demonstrate that 3D imaging using LSCM represents a promising
and powerful approach for preclinical investigations, which offers advantages of performing high-resolution
imaging in living cells over other methods of volumetric imaging in fixed cells (Chen et al., 2013; Gimenez
et al., 2016)

2. Materials and Methods

2.1 Materials: Zinc nitrate hexahydrate, Tween-80, ammonium carbonate, sodium hydroxide, and ethanol
of analytical grade were purchased from Loba Chemie Private Limited. Dulbecco’s Modified Eagle medium
(DMEM), fetal bovine serum, MitoSOX Red, Propidium Iodide, Calcein, Poly-L-lysine solution, and PBS
buffer were procured from Sigma- Aldrich.

2.2 Synthesis of NPs

2.2.1 Synthesis of ZnO T NPs: The NPs were prepared using 0.25 M zinc nitrate hexahydrate solution,
to which Tween 80 was added. The mixture was stirred at 50°C and homogenized, followed by dropwise
addition of 0.25 M ammonium carbonate solution. The pH of the reaction mixture was maintained at 10,
and the solution was further mixed at 80°C. Particles were washed with ethanol and dried in a hot air oven
at 50°C overnight (Khan et al., 2010).

2.2.2 Synthesis of ZnO T PLL NPs : The ZnO T NPs were incubated in 0.1% (w/v) of PLL and kept
overnight at 37 for 8 hours. The particles were centrifuged and dried at 37.

2.3 Controlling fluorescence of NPs using Tween-80: In order to have higher fluorescent signal of
the particle, the concentration of Tween-80 in the precursor solution was varied as 8%, 12%, 14%, and
20% (v/v). The dry particles having fluorescence were characterized using LSCM (Leica SP8 microscope,
Germany). The XYZY scanning was performed to obtain the excitation and emission wavelength range for
the ZnO T PLL particle with the 40X oil emulsion objective. The coated and uncoated particles were further
immersed and ultrasonicated at 20kHz in DMEM for quantification of the fluorescence of the particles with
time.

2.4 Characterization of the NPs: The surface morphology and microstructural evaluation of the syn-
thesized ZnO T and ZnO T PLL NPs were investigated by by Field emission scanning electron microscopy
(FESEM) ((JEOL JSM-7610F FESEM with JEOL JEC-3000FC coater) and Transmission electron micro-
scope (TEM) (JEM-2100 HRTEM, JEOL, JAPAN with an accelerating voltage of 20keV). The elemental
analysis was done with Energy Dispersive X-Ray Spectroscopy (EDX). Dynamic light scattering (DLS)
(Malvern Zeta-sizer ZS90 Nano-series (UK)) was used to analyse the hydrodynamic diameter of the particles
whereas Zeta Potential (Malvern Zeta-sizer ZS90 Nano-series (UK)) was used to find the surface charge.
Fourier Transform Infrared Spectroscopy (FTIR) (PERKIN ELMER SPECTRUM FTIR) techniques helped
in confirming the functional groups present and the successful coating of PLL.

2.5 Cell culture: MCF-7/L929 cells were cultured in DMEM supplemented with 10% dialyzed fetal bovine
serum and antibiotics. The cells were seeded (cell density of 2.047x104 cells/mL) in 29 mm glass-bottom
dishes and maintained with 5% CO2in a humidified incubator at 37 oC.

2.6 Cellular Internalization Study: ZnO NPs at a concentration of 40μg/mL were added to the cells
and incubated. Images were captured using LSCM at 0h, 12h, 24h, 36h, 48h, and 72 h after adding NPs
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. using 40X oil emulsion objective with 488 nm excitation. In order to quantify the extent of internalization
of NP, the 3D images were merged in one plane, and the summation of fluorescence intensity was quantified
using Leica LAS X software (Venkateswarlu et al., 2020). In order to have unbiased sampling, the LAX
software was used for random sampling of three regions for various time points (Supplementary Figure
S1 ). Various kinetic models were fit into the internalization data, and the pseudo 1st order kinetic model
was found to be the best model with highest R2 value of 0.988. Pseudo 1st order kinetic model used is:

Log(If– It) = log(If)-kt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .(1)

Where If is the fluorescence intensity at 72 hours, It is the fluorescence intensity at time t, and If is considered
to be the maximum intensity and hence maximum possible internalization.

2.7 ROS Generation Study: MitoSOX, a mitochondrial superoxide indicator, was used for measuring
reactive oxygen species which exhibits red fluorescence upon binding with generated superoxide. MCF-7
cells were incubated with 40μg/mL of ZnO T PLL NPs for varying time periods. 1ml of 5μM MitoSOX red
was added to cells and incubated for 10 minutes. The cells were thoroughly washed with a warm buffer
at 37, and imaging was performed at an excitation and emission wavelength of 510 nm, and 574-751 nm
respectively.

2.8 Cell Viability Study: The percentage of dead cells induced by ZnO T PLL NPs was measured
using propidium iodide (PI) (excitation and emission at 493 and 636 nm respectively), a red fluorescent
nuclear stain that enters only cells with disrupted plasma membranes. The unaffected status of the live
cells was verified by detecting the green fluorescent signal due to calcein formation in them. Calcein-AM,
a nonfluorescent dye known to permeate to the cytoplasm easily, is converted to a green fluorescent calcein
(excitation and emission at 495 and 515 nm respectively) after acetoxymethyl ester hydrolysis by intracellular
esterases in live cells. The cells were incubated with 40μg/mL NPs for varying time periods. calcein-AM,
and PI were added in a 1:4 ratio to the cells and incubated for 20 minutes. The cells were then washed with
a warm buffer at 37 and was used for further imaging. Live cells (Green) and dead cells (red) were counted
for calculating the percentage of viability using the formula given below.

%Viability = (N/NTotal)*100. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .(2)
Where N represents the number of live cells, and NTotalrepresents the total number of cells.

2.9 3D reconstruction of MCF-7 cells: Multiple z-stacks corresponding to different focal planes were
scanned in order to construct 3D images of cells internalized with fluorescent zinc oxide NPs. The fluorescence
intensity of cells was measured by taking a total of 38 z stacks, which provided us the sample thickness varying
between 30-40 μm. We performed the quantification of percentage internalization of NPs at different time
points using the merged images obtained from 2D images of individual planes (Supplementary Figure S2
). A summary of the imaging parameters used for imaging using LSCM is shown in Supplementary Table
S2 .

2.10 Statistical Analysis: Data were presented as mean ± standard deviation (SD). ANOVA and paired
t-test was performed in statistical evaluation by MS-Excel. A p- value below 0.0001 was considered to be
statistically significant.

3. Results and Discussions

3.1 Synthesis of fluorescent ZnO NPs and optimization of fluorescence: A facile chemical method
was employed to synthesize the fluorescent zinc oxide NPs as represented in Figure 1 . A LSCM was
employed to perform a detailed study on the optical properties of the synthesized fluorescent particles. First,
we performed XYZY scanning in confocal microscopy, which suggested that these particles can be imaged
using excitation at 405 and 488 nm with an emission wavelength in the range of 415-460 and 504-668 nm,
respectively (Supplementary Figure S3 ). Since lower wavelength is not suitable for live imaging for longer
period of time, 488 nm was used as the excitation wavelength for all the nanoparticle retention studies.

Figure 2(a) and (b) show that fluorescence intensity increases with Tween-80 concentration. Since we aim
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. to retain fluorescence till 72hour, 20% (v/v) Tween-80, was selected for further investigations. Additionally,
to retain the fluorescence in DMEM media and to obtain a slower release, the ZnO T particles were coated by
PLL. The dispersion of the ZnO T and ZnO T PLL NPs in DMEM media along the course of 72 hours has
been shown in Figure 3(a) and(b) . The time course of fluorescence intensities, as shown inFigure 3(c),
demonstrated a significantly more retained fluorescence (p<0.0001) of the ZnO T PLL NPs over ZnO T NPs.
The result clearly shows that PLL encapsulation is able to retain the particle fluorescence level for a longer
period of time. In order to justify the ability of the NPs to be stored and transported, the fluorescence of dry
ZnO T PLL NPs was monitored over a period of one year, as shown in Supplementary Figure S4 . The
particles were found to retain their fluorescence over three months, showing a potential for transportation
and storage.

3.2 Characterization of NPs: FESEM images (Figure 4(a) and (b) ) and TEM images (Figure 4(c)
and (d) ) show that the resultant NPs had a roughly spherical shape with size average size of 21 nm and
29 nm for ZnO T and ZnO T PLL respectively. In order to obtain the size distribution, DLS analysis was
performed. The results reveal the average hydrodynamic diameter of 73.05 nm and 104.82 nm for uncoated
(ZnO T) and coated (ZnO T PLL) NPs, respectively (Figure 4(e) and (f) ). EDX spectra (Figure 5(a)
and (b) ) indicate the presence of Zn, O, and C both in ZnO T and ZnO T PLL due to the presence of
ZnO and Tween-80. The introduction of N in ZnO T PLL attests to the presence of PLL in the NP.

The FTIR analysis shown in Figures 5(c) and (d)confirms the peak at around 470 cm-1, which corresponds
to the stretching vibration of the Zn-O bond present in all the NPs (Khan et al., 2010). The absorption
peak at 1450 cm-1 from the spectra of ZnO T is due to bending vibration of O-H, which may be accounted
for by the interaction of ZnO with the C-H bond of Tween-80 ( ). A broad peak at 3400 cm-1 in ZnO T
suggests an abundance of O-H groups present on the surface of ZnO T. The addition of a peak at 1590
cm-1 in the ZnO T PLL spectra is due to the introduction of amide groups present in PLL. The broad peak
from 3100-3600 cm-1 is due to overlapping of amino and hydroxyl groups, the former introduced from PLL
(Babic et al., 2008). The surface charge of ZnO T and ZnO T PLL particles were measured by the zeta
potential assay. Supplementary Figure S5 clearly depicts the variation of the surface zeta potential for a
wide range of pH. The result shows that the surface charge of ZnO T PLL (4.6 mV) was found to be higher
than ZnO T (-0.5 mV) at pH 5.5, indicating the greater potential of ZnO T PLL to be attached to the cell
surface.

3.3 NP internalization and retention study: In order to evaluate the efficacy of drug uptake and
retention of ZnO T PLL NPs, they were tested on MCF-7 cells. The MCF-7 cells were chosen to mimic
epithelial uptake in cells from the mammary gland, which is the cell type that is generally targeted for breast
cancer treatment. Since LSCM coupled with an incubator can be employed for time-lapse 3D imaging, here
we implement LSCM based imaging set-up for in-vitro testing of particle retention and ROS accumulation in
tumor cells. The schematic diagram for the investigation on the particle internalization, cellular retention,
and ROS generation is shown in Figure 1. In order to depict the interaction between the particles and
cells, we performed time-lapse imaging for 5 hours using DIC mode after incubation for two days. This
video demonstrates the dynamics of MCF-7 cells and consequent changes in cell morphology with time when
treated with ZnO T PLL (Supplementary Video S1) . However, such a continuous time-lapse generation
for three days was avoided as a long-exposure to laser may lead to cell apoptosis.

Although Supplementary video S1 was able to capture the dynamic changes in cells, such imaging cannot
be used for quantification of retention of ZnO T PLL. In order to image the particle internalization along
with the cell height, fluorescent intensity was captured for 38 stacks in order to cover the top-most and
bottom-most planes, which varies in a range from 0 to 38μm. Specifically, 3D imaging was performed to
obtain the integration of fluorescent signals from individual planes across the layers within a cell. The specific
advantages of 3D imaging is shown in Figure 6 through a comparison of 2D and 3D images. It is evident
from Figure 6(c) and Supplementary Video S2 that the internalized particles were present at multiple
planes. The individual z-scans spanning a depth of 38μm were created by compression of individual 2D
images presented in Supplementary Figure S2(i)and (ii).
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. Similarly, ROS generation at different z-planes are shown inSupplementary Figure S2(b) . The result
shows how the 3D reconstruction provides accurate signals corresponding to the amount of internalized
particles, and ROS generation, when compared to 2D imaging, thereby making the quantification more
reliable (Figure 6(a) and (b) ). We also present the depth coding for all the cells with internalized
particles in Figure 6(d) that clearly indicates that MCF-7 cells are present at different z levels, confirming
the necessity of 3D imaging. To further attest to the internalization of the particles inside MCF-7 cells we
combined fluorescence imaging and DIC imaging and the merged image in Supplementary Figure S6
shows that the ZnO T PLL particles are present inside the cells and not on the surface of the cells.

Since NP retention and drug-mediated cell death is known to be crucial in determining the efficacy of the
NP formulation, first, we focus on the investigation of the cellular retention. MCF-7 cells were incubated
with 40 μg/mL of ZnO T PLL NPs, and the imaging of particle internalization was acquired over 72 hours.
Figure 7(a),(b)shows the representative images of particle retention at 0, 12, 24, 36, 48, and 72 hours along
with intensity mapping. Since NPs are known to induce apoptosis through the generation of ROS in excess
amounts, we focus on investigating the dynamics of the ROS produced in assessing this as the mechanism
to induce toxicity in the presence of ZnO T PLL NPs. Figure 7(c) and (d) show the time-lapse images
corresponding to intracellular ROS generation at various time intervals and corresponding intensity maps in
a cell population.Figure 7(e) represents the merged images of cellular internalization and ROS formation.

Specifically, 40 μg/mL concentration ZnO T PLL was chosen for this study since the particle internalized
was found to be significant at 48 hours for this concentration. The comparison of particle internalization
in MCF-7 cells at 0, 12, 24, and 48 hours in the presence of 10 and 40 μg/mL of ZnO T PLL NPs and
corresponding intensity maps are shown inSupplementary Figure S7 . The confocal images of the cells
showed a dose-dependent fluorescence intensity with a significantly higher fluorescence signal at 40 μg/mL.
The comparative study suggests the suitability of using 40 μg/mL as the concentration to be assessed.
Moreover, we performed a study on differential cell toxicity and the preferential killing capability of the
ZnO T PLL NPs for MCF-7 cells over healthy L929 cells. Supplementary Figure S8 shows that the cell
viability of MCF-7 cells was significantly (p<0.0001) lower than normal L929 cells in the presence of ZnO -
T PLL NPs (p<0.0001). The viability of MCF-7 cells was found to be 43.53%, while L929 cells were 83.3%
viable post 24 hours of incubation. The results clearly demonstrate the preferential killing of cancerous
MCF-7 cells over healthy L929 cells. This study also showed that 40 μg/mL could be used as a subtoxic
dose as the normal cells show significantly higher viability (p<0.0001) than cancer cells over a period of 72
hours (Supplementary Figure S8 ).

Next, we show how LSCM allowed internalization study in single cells through enabling 3D imaging at a
higher resolution, which ensured the internalization of the particles in subcellular parts rather than particles
being adsorbed on the cell surface. Figure 8 (a) and (b) show the internalization of ZnO T PLL in
single cells.The result also shows the aggregation of ZnO T PLL NP clusters to be localized in the outer cell
membrane of the MCF-7 cells up to 12 hours as found in Figure 8(ii) with no significant morphological
changes in the cells. Detectable fluorescence at 12 hours post-treatment indicates the starting of ZnO T PLL
internalization inside the cytoplasm of the MCF-7 cells (Figure 8(a),(b) ). It can be concluded that, early
phases of ZnO T PLL internalization inside the cytoplasm of the cell is not associated with a prominent
change in morphology (Figure 8(iii) and Supplementary Figure S9 ). The presence of higher levels
of fluorescence at 48 hours, as evident from images of cellular uptake study, affirms the presence of the
ZnO particles in the second day of treatment, which further confirms the cellular retention Figure 8(v) .
The result shows that LSCM, being a potential tool to evaluate the NP internalization dynamics, can be
employed to get an insight into the delivery of ZnO T PLL into MCF-7 cells for 72 hours.

Next, we present the simultaneous measurement of ROS in single cells at different times. Figure 8(c),(d)
shows the intensity of MitoSOX dye and corresponding spatial intensity mapping in single cells. The results
show that the ROS formation was rather sporadic up to 12 hours of treatment, owing to the lower amount of
NPs present in the cells (Figure 8(c) and (d) ). A modest increase in ROS formation was observed after
24 hours of treatment. In contrast, at 36 hour, the abundance of red spots indicates a significant increase
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. in ROS production likely due to accumulation of ZnO T PLL NPs in the cytoplasm (Figure 8(c) and (d)
). The result clearly shows that The NP internalization and ROS accumulation at 72 hours corresponds to
complete destruction in cell morphology as a result of cell death(Figure 8(vi)). . From the above results,
it can be concluded that the use of laser scanning helped us to gain a better insight not only in deciphering
the internalization dynamics but also to identify the spatial distribution of particles inside single cells. Such
spatial distribution study in single cells indicates a strong interdependence between ZnO T PLL particle
retention and ROS generation in NPs.

3.4 Time course of cell viability for 72 hours: In order to assess the correlation between NP inter-
nalization, ROS formation, and cell death in a heterogeneous cell population, a live-dead imaging assay was
conducted at 40 μg/mL concentration at the same time points, i.e., 0, 12, 24, 36 and 72 hours (Figure 9 ).
As evident fromFigure 9 , early time points up to 12 h (cell viability of 78.41%) show fewer cells with PI
uptake, attributed to the lower uptake of NPs. The results show that following 36 h, the percentage of cells
with PI uptake increases and gets associated with the disruption of membrane integrity (viability=16.78%).
Hence, it can be concluded that significant toxicity (cell viability= 5.02%) towards tumor cells can be in-
duced at 48 h through the application of 40μg/mL ZnO T PLL particles (Figure 9 ). Such ROS-mediated
cell death can be attributed due to the capability of ZnO NPs in inducing ROS like hydroxyl and superoxide
radicals attributed to their semiconductor properties and to perturb electronic transfer processes in the cell
(Ancona et al., 2018)).

3.5 Quantification of NP internalization, ROS generation, and cell viability: Since the imag-
ing results indicated the interdependence between ZnO T PLL particle retention and ROS generation, we
further performed quantification of NP retention, ROS generation, and cell viability dynamics. The time
course of particle retention and percentage increase in ROS has been depicted in Figure 10 (a) and (b)
. The percentage cell viability of MCF-7 cells with respect to time has been depicted in Figure 10(c) .
The quantification of cellular internalization, ROS accumulation, and cell viability was performed based on
numerous images taken simultaneously at a single time point. The result suggests a sigmoidal response for
internalization of ZnO T PLL NPs with time. The results also indicate that it is possible to develop an in
vitro assay for assessing the efficacy of the nanoformulation as an anticancer agent through the proposed
imaging set up.

Additionally, we performed the fitting of various functions and found that a pseudo-first-order kinetic model
can be fitted to the internalization of particles with time (Figure 10(a) ). A positive Pearson’s corre-
lation value between percentage particle internalization and ROS generated (r= 0.942) shows that there
is a strong correlation between ROS generation and particle internalization. On the other hand, negative
Pearson’s correlation values between percentage particle internalization and cell viability (r = -0.9838) and
ROS generation and cell viability (r = -0.98175) indicate the synergy between long term particle retention
and toxicity towards tumor cells. The time-dependent analysis of intracellular events indicates a possible
mechanism of apoptosis through mitochondrial ROS generation in cells when invaded by ZnO T PLL NPs.
A schematic of these intracellular events has been shown in Figure 10(d) . Overall, it can be concluded
that the confocal microscopy assisted investigation of mitochondrial ROS production inside the MCF-7 cells
can also be used for deciphering mechanisms underlying the intracellular events.

4. Discussion

Fluorescent nanoformulations have been an attractive research topic in the field of cancer research both
for imaging and therapeutic purposes. Specifically, ZnO NPs are one of the potential anticancer agents
against MCF-7 cells and can be used for treatment of breast cancer (Sadhukhan et al., 2019; Hong et al.,
2011; Ma et al., 2015; Sureshkumar et al., 2017; Gupta et al., 2015; Kavithaa et al., 2016; Salari et al.,
2020; Boroumand Moghaddam et al., 2017; Farasat et al., 2020; Lestari et al., 2018; Wahab et al., 2014).
However, quantitative imaging of spatial distribution of NPs in living cells over days was not investigated
much. A detailed study on cell-NP interaction using time-lapse microscopy assumes importance in assessing
the toxicity as well as therapeutic potential. In this paper, we performed optimization of the NP synthesis
to achieve the fluorescence that can be used for 3D imaging for three days in cell culture medium. In order
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. to achieve this, Tween-80 assisted fluorescent ZnO NPs were coated with PLL. The fluorescence in this case
might be attributed to the chemically bonded oxygen molecules of the Tween-80. These act as scavengers
of the photogenerated electrons and transfer them to deep traps. These electrons upon recombination
with trapped holes may result in a recombination centre for visible emission (Khan et al., 2010). When
characterized, there was a disparity in the aerodynamic and hydrodynamic diameter of the particles, which
could be accounted to the fact that ZnO being an amphoteric oxide, undergoes hydrolysis in water. This
results in the formation of a hydroxide coating, ultimately leading to physical adsorption of water molecules
on the surface (Wang et al., 2017).

As evident from the increased hydrodynamic diameter in ZnO T PLL NPs, it can be concluded that PLL
coating increased the hydrophilic nature of the NPs. Hanley et al. demonstrated the preferential uptake of
ZnO NPs in cancerous cells compared to healthy T cells (Hanley et al., 2008). It has also been hypothesized
that the hydrophilicity of the synthesized particles may remain beneficial for passive targeting owing to
its ability to escape macrophage capture (Allahverdiyev et al., 2018). Although future experiments need
to be conducted, it can be expected that ZnO T PLL NPs being hydrophilic may overcome the threat of
macrophage capture generally found in lipid and polymeric particles.

There is limited information on hydrolysis of zinc-oxide inside lysosomes due to the acidic pH of cancer cells
during long-term imaging ( ; Xia et al., 2008) . Although further imaging experiments need to be performed
to investigate on this matter using lysosomal staining (Dong et al., 2018; Xia et al., 2008), in this work, we
performed the measurement of zeta potential to check the stability of the synthesized zinc oxide material
over a range of pH . Our results showed that the PLL coating leads to an improved range of zeta potential
which provides a roadmap to synthesize a reasonably stable particle. At the same time the zeta potential
remains in the favorable range for the attachment of the ZnO particles on the surface of MCF-7 cells. Poly-
L-lysine being a cationic polymer, it exerts a layer of positive surface charge. However, the stability of the
particle can be further improved by coating the fluorescent ZnO with a thicker PLL layer by altering the
PLL concentration while coating the particles. This may lead to a tailored particle that is stable as well as
suitable for faster attachment to the cell surface.

Our current study focuses on imaging of MCF-7 cells at 40 μg/mL of ZnO T PLL upto 72 hours. However,
a future work is rather needed for a detailed study on retention dynamics at various concentrations of ZnO
NPs. Since it has been found that the fluorescent ZnO nanostructures in the range 100-400 nm induce
preferential killing in MCF-7 cells compared to L929 cells at 40 μg/mL, we chose to perform the 3D imaging
study at this concentration. Additionally, a co-culture study was performed to show that normal T cells can
be maintained at 85% viability in the range of 10-40 μg/mL concentration of FITC-tagged fluorescent ZnO
particles, whereas cancerous T cells were found to be less than 10% viable at 40 μg/mL NP concentration
(Hanley et al., 2008).

Also, there are multiple studies on non-fluorescent ZnO particles for which the viability of normal cells
(HBL100 and MCF10A) were found to be significantly higher than MCF-7 cells in presence of ZnO nanos-
tructure (Kavithaa et al., 2016; Farasat et al., 2020). It has been shown that 60% viability of HBL100 cells
can be retained within 48 hour using ZnO nanorod of size range from 70 nm to 140 nm at a concentration
of 10-20 μg/mL (Kavithaa et al., 2016). Based on the concentration range and particle size of the existing
ZnO NP experiments (Table S1), here we choose 40 μg/mL to track the NP distribution and ROS generation
while maintaining lower cytotoxicity to normal cells. Although, a comparison of cell viability between MCF-7
and L929 in presence of the synthesized NPs shows a preferential killing of the MCF-7 breast cancer cell
line (Supplementary Figure S8 ), further optimization can be done for minimization of toxicity towards
healthy cells.

Although generation of ROS is taken as a mechanism for inducing toxicity in cancer cells, there is limited data
on spatiotemporal ROS dynamics induced by ZnO particles in MCF-7 cells (Gupta et al., 2015). Previously,
Gupta et al. (Gupta et al., 2015) has shown the evidence of ROS generation with varying FITC tagged
ZnO NP concentration at 24 hr, but the correlation between time course of particle internalization and ROS
formation was not evident.
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. One of the limitations of the current study is that it focuses on monitoring of cell viability in individual
cultures of MCF-7 and L929 cells. However, a comparison cell-NP interaction in a co-cultured MCF-7 and
L929 cells will be required for gaining insight on the preferential internalization of these particles in the
MCF-7 cells. Similarly, the formation of ROS generated as a result of oxidative phosphorylation can be
monitored in normal cells as well as tumor cells inside the co-culture model. In order to understand the
molecular interaction, a mechanistic model can be obtained for simultaneous prediction of internalization,
ROS and viability.

Previously, it has been shown that fluorescent ZnO acts as a promising therapeutic agent for reducing the
tumor volume from 1.2cc to 0.6cc in 15 days (breast tumor) in rat models (Hong et al., 2015). Very recently,
non-fluorescent ZnO has been tested previously on rat models and has been seen to successfully reduce breast
cancer tumor volume (Tanino et al., 2020; . Since the proposed work forms a solid basis for choosing ZnO
particles as a potential candidate for treating breast cancer through in vitro imaging assay, we propose that
the PLL coated ZnO NPs can further be tested in vivo in a rat model. Some of the recent investigations
have revealed that ZnO can be effective as anti-proliferative agent and inhibition agent against various viral
strains such as H1N1 and simplex viruses (Ghaffari et al., 2019; Tavakoli et al., 2018; Abdul et al., 2020;
Faten & Ibrahim, 2018). Hence, future studies can also be conducted on the effectiveness of ZnO T PLL as
an antiviral agent.

5. Conclusion

To the best of our knowledge, this is the first instance of synthesis of poly-L-lysine coated fluorescent
ZnO NPs (ZnO T PLL) that can be used for time-lapse microscopy upto 72 hours in DMEM media using
LSCM without photobleaching. Specifically, we show that 3D live imaging can be implemented to quantify
the cellular retention of ZnO particles in preclinical evaluations based on in vitro assays. Moreover, we
demonstrate the (i) cellular uptake of the fluorescent ZnO NPs leads to increased ROS formation (ii) reduction
of MCF-7 cell viability at a concentration of 40μg/mL and (iii) simultaneous monitoring of dynamic pattern
in ZnO distribution in MCF-7 cells and ROS generation. The proposed particle can be further improved
in terms of targeting capability through specific functionalization of the NPs. Furthermore, the proposed
volumetric imaging techniques can be used for optimization of the NP dosage. On the basis of current
research, the fluorescent particles can be further tested in animals to check whether it is possible to eliminate
them through the immune system.
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Figure Legends

Figure 1: The schematic for the workflow for the synthesis of ZnO T PLL nanoparticles and measurement
of retention dynamics and ROS accumulation using 3D imaging by LSCM.

Figure 2: Fluorescence level in ZnO T nanoparticles as a function of percentage of Tween-80 (v/v). (a) 3D
imaging of particles corresponding to 8%, 12%, 14%, and 20% Tween-80. (b) Bar plot representation of
fluorescent intensities for particles when 8%, 10%, 12%, 14%, and 20% Tween-80 was used. Scale bar in all
panels represents 200 μm. p<0.0001.

Figure 3: Comparison of ZnO T and ZnO T PLL fluorescence level in DMEM medium for three days. 3D
reconstruction of fluorescent images for (a) ZnO T and (b) ZnO T PLL at 0, 12, 24, 48 and 72 hours. (c)
The box plot representation of the fluorescence intensities of ZnO T and ZnO T PLL at various time points,
including 0, 12, 24, 48, and 72 h. A statistical test was performed (* indicates p<0.0001). Scale bar in all
panels represents 200 μm.

Figure 4: Morphology of ZnO T and ZnO T PLL nanoparticles. SEM images of (a) ZnO T PLL and (b)
ZnO T, TEM images of (c) ZnO T PLL and (d) ZnO T confirm the nanoarchitecture of the prepared samples.
Hydrodynamic size distribution analysis of (e) ZnO T PLL and (f) ZnO T has been depicted by DLS. Scale
bar in all panels represents 50 nm.

Figure 5: Elemental analysis of (a) ZnO T and (b) ZnO T PLL nanoparticles by using EDX. FTIR analysis
of (c) ZnO T and (d) ZnO T PLL nanoparticles show the various functional groups present.
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. Figure 6: Comparison between individual z-stack (2D) and compressed 2D images from multiple stacks (3D).
(a) Compressed 2D images for MCF-7 cells obtained from multiple stacks, (A) DIC images, (B) internalized
ZnO T PLL, and (C) reactive oxygen species after 36 hours of incubation with nanoparticles. (b) Individual
z-stack images for MCF-7 cells, (A) DIC image, (B) internalized ZnO T PLL, and (C) reactive oxygen
species after 36 hours of incubation with nanoparticles. (c) 3D reconstruction of (A) internalized ZnO T -
PLL, (B) ROS in MCF-7 cells. (d) ZnO T PLL internalization and subsequent depth coding to demonstrate
the presence of cells at different z levels. Scale bar in all panels represents 100 μm.

Figure 7: Simultaneous mapping of cellular retention of ZnO T PLL and ROS generation in MCF-7 cell
population using LSCM. Incubation of cells with ZnO T PLL was performed in the incubator attached with
the microscope. Time-lapse images for ZnO T PLL Internalization and ROS generation are presented in the
form of compressed z-stacks. (a) Cellular retention of ZnO T PLL nanoparticles during incubation MCF-7
cells with 40μg/mL of nanoparticles, (b) Spatial fluorescent intensity mapping of the internalized particles
at 0,12, 24, 36, 48, and 72 hours. (c) Time-lapse images of mitochondrial ROS (stained with MitoSOX Red)
at 0,12, 24, 36, 48, and 72 hours. (d) Spatial fluorescent intensity mapping of ROS generation. (e) Merged
window representing both internalized Zno T PLL and ROS generation. Scale bar in all panels represents
100 μm.

Figure 8: ZnO T PLL induced ROS production in single cells during incubation with 40μg/mL of nanopar-
ticles. Time course of (a) ZnO T PLL internalization, (b) Spatial intensity map of internalization, (c)
mitochondrial ROS generation and (d) Spatial intensity map of ROS generation at 0, 12, 24, 36, 48 and
72hours. Imaging was performed by laser scanning confocal microscopy after staining with MitoSOX Red.
Spatial intensity map was generated from compressed 3D images of ROS accumulation by Image-J software
to demonstrate the varying concentration of mitochondrial ROS production. The relative concentrations are
depicted by the color intensity with a legend indicated at the right side of the figure. Scale bar in all panels
represents 20 μm.

Figure 9: Effect of ZnO T PLL nanoparticles on MCF-7 cell viability. (a)-(e) Time-lapse images MCF-7
cells incubated with 40μg/mL of nanoparticles at 0, 12, 24, 36, 48 and 72 hours. Live-dead cell assay was
performed by staining with calcein (green) and propidium iodide (red), respectively, where green and red
denote live cells and nucleus of dead cells obtained. Scale bar in all panels represents 750 μm.

Figure 10: Correlation between the temporal dynamics of nanoparticle internalization, ROS accumulation,
and cell viability. Time course of (a) ZnO T PLL internalization in MCF-7 cell, (b) Percentage ROS genera-
tion, (c) cell viability of MCF-7 cell, (d) Schematic of a hypothetical pathway for ROS generation facilitated
by ZnO T PLL and consequent cell death in MCF-7 population.
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