
[image: ]Fig.1. The nitrogen adsorption-desorption isotherm and PSD of SBA-15, IL1/SBA-15 and IL2/SBA-15.

[image: ]Fig.2. HR-TEM images of: a) SBA-15,  b) IL1/SBA-15 and c) IL2/SBA-15. 




	


Fig.3.  TGA and DSC curves of IL1/SBA-15 and IL2/SBA-15.
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Fig.4.  The catalytic behavior of IL1/SBA-15 and IL2/SBA-15 as a function in temperature.
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Fig.5.  Catalytic performance of IL1/SBA-15 and IL2/SBA-15 as a function in reactants molar ratio.
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Fig.6.  Relative stability of IL1/SBA-15 and IL2/SBA-15 during the reusability test.
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