Table 1. Elemental composition at the surface of various Biothin films using Energy-Dispersive Spectrometer (EDS) measurements
	Samples
	Elements (Mass%)

	
	Fe
	O
	Ca
	Na
	Mg

	5 Bilayers thin film
	3.01
	52.39
	11.12
	22.88
	10.6

	10 Bilayers thin film
	21.55
	43.82
	8.68
	21.41
	4.55

	15 Bilayers thin film
	58.58
	25.47
	4.14
	9.23
	2.59























Table 2. Signal intensities variation in T1 and T2 weighted images along with the varied concentration of CSMPC. Data are obtained from the region of interest (ROI).
	Sample
	Sample Concentration ml/10ml H2O
	Average Signal Intensities (Hounsfield unit)

	
	
	T1
	T2

	Core-Shell Magnetic polymer Colloids
	0.05
	618
	1757

	
	0.025
	912
	4572

	
	0.0125
	818
	5035

	
	0.00625
	808
	5120

	Water
	‑
	525
	7894

	Gd
	‑
	5670
	130
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