
Table B-2 - Constants for the surface hardness ratios and residual stresses in Eq. 11a to 11d.

	Constant

	Stainless steel AISI 316
	Aluminium 6061-T6

	 (1/MPa)
	0.0005
	0.0003

	 (1/MPa)
	-0.25
	-0.15

	 (MPa)
	200
	150
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