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Figure 1  Fatigue thresholds for ferritic steels provided by the WRC Bulletin, IIW and BS 7910.
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Figure 2  Fatigue thresholds for aluminium alloys provided by the WRC Bulletin, IIW and BS 7910.
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Figure 3  Maximum stress intensity factors Kmax at thresholds for ferritic steels given by the WRC Bulletin, IIW and BS 7910.
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Figure 4  Maximum stress intensity factors Kmax at thresholds for aluminium alloys given by the IIW and BS 7910.
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Figure 5  Fatigue crack growth rates at R = 0 and R < 0 for ferritic steels in air at room temperature.


[image: ]


















Figure 6  Fatigue crack growth rates at R = 0 and R < 0 for aluminium alloys in air at room temperature.
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Figure 7  Fatigue thresholds for ferritic steels and aluminium alloys.
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Figure 8  Relationship between Kmax/Kth0 and stress ratio R, where Kth0 is the threshold at R = 0.
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