[bookmark: _GoBack]Table 1. 13C chemical shifts and assignments of 13C CP/MAS NMR spectra of (a) 13C
 Silk-TBP and (b) 13C Silk-TBP adsorbed on the surface of TiO2 nanoparticles.
 
Chemical Shift                                     Assignment 
                                      (a)                                       (b)                   
 .............................................................................................................................
(b) 14.5 ppm                                                                    Ala 13Cb     a-helix          
(a) 16.2 ppm                      Ala 13Cb   random coil 
(b) 21 ppm                                                                        Leu Cd1,d2  Lys Cg 
(b) 25.5 ppm                                                                      Lys Cd 
(a) 42 ppm (broad)            Gly Ca        
(b) 42–43 ppm (broad)                                                       Gly Ca   
(a) 49 ppm (broad)             Ala Ca   random coil              - 
 .............................................................................................................................

